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Bondar-Clegg, Inc.
12980 West ¢2edar Dr™
Lakewood, Colorado 80228
(303) 989-1404 -

Geochemical
Lab Report

BROHM KINING CORP.
MR. JIN BARRON
P.0. BOX 485
DEADWOOD, SD
57732




Bondar-Clegg, Inc.

12980 West Ledar Dr”
Lakewood, Colorado 80228
(303) 989-1404 . ° o

REPORT: 499-8271 ( COMPLETE )

Geochemical

B L o
BONDAR-CLEGG

| REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP.
PROJECT: NONE LISTED

SUBMITTED BY: J. BARRON
DATE PRINTED: 38-MAR-89

LOWER
ORDER ELEHENT ANALYSES  DETECTION LIMIT EXTRACTION HETHOD
1 Ag Silver .82 OPT
2 fu Gold 8.862 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 38 38 fssay Prep 38

REPORT COPIES TO: MR. JIM BARRON
FR. JIM BARRON

INVOICE TO: HR. JIM BARRON




Bondar-Clegg, Inc. :
s Wes':g Bl . Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 9891404 . ™
4+ BONDAR-CLEGG

REPORT: 499-8271 4] | PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT fg fAu

NUMBER UNITS OPT 0PT

D2 Das-71-36.7-37.9 (8.82 #.885

D2 D8a-71-41.2-42 (B.02 (@.882

D2 DB8-71-44,8-45.8 {8.82 (@.882

D2 DBB-71-48.1-49 {8.82 (@.882

D2 Das-71-52-53.3 {8.82 B.8a3

D2 D88-71-35.6-56.5 (B.82 {(@.0882

D2 D88-71-59.1-68 {8.82 8. 887

D2 D8B-71-63.3-64.3 (8.82 (@.882

D2 DBB-71-66.6-67.5 {B.82 (B.@88C

D2 D88-71-78-71.5 (B.82 {8,802

D2 D88-71-74.5-75.2 {8.82 6.883

D2 D88-71-77.5-78.6 {B.82 (8.862

D2 D4s-71-82-82.9 {8.82 (8.862

D2 DB8-71-86.4-87.1 (8,82 (@.@882

D2 DB&-71-89.2-98.1 {8.82 8. B84

D2 D88-71-92.3-93.4 {8.82 {(8.882

D2 D88-71-96.3-97.2 {8.82 (@.882

D2 D88-71-99.6-100.4 (8.82 (B.862

D2 D8B-71-183.5-104.4 (8.82 (B.882

D2 D88-71-188-189.5 (.82 (8,862

D2 D88-71-111.6-112.4 {8.82 8.885

D2 D88-71-114.4-113 {8.82 (@.882

D2 D88-71-157.2-157.9 {8.82 8.811

D2 D88-71-168.5-161.2 (8.82  98.825

D2 D8B-71-163.9-164 8.83 8.835

D2 D88-71-167.8-168.5 {8.62 8.898

D2 D8s-71-172-172.6 8.86  8.825

D2 D88-71-175-175.8 (.82 08.819

D2 D88-71-179.4-188 {8.62 8.817

D2 D88-71-182.8-183.3 8.84 8.823




Tnvores H 13951, Fage 1
BROHM FMINING CORP.
M. JIM BARRON Date o 3@-PRR-69
.0. BOX 3
DEADWOOD, , Report Moy 499-@Q271
a7 i3 roject @ NOME LISTED

| Reference:s MNOME LISTED

& 4 Bondar-Clegg, Inc.
12980 West Cedar Dr.

S, Lakewood, Colorado 80228

m (303) 989-1404

38 Analyses of Au/fg Assay at ¢ 8.25 ¢ 247,58 $ 247.50
Gold

Silver

Sample Preaparation
38 HBamples of fAssay Prep at 4 J.88 % 8. 0
Subtotal % 96, 06 % 10 1%

Miscellaneous Charges
4% H.D. STATE SALES TAX % G
2% DEADWOOD CITY SALES TaX % 1.268
Gubtotal & G. 68 % 3. 68

Invoice Totals: £

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404 |, —~

BROHM MINING CORP.
MR. JIM BARRON
P.0. BOX 485
DEADWOOD, SD
57732




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404 |, —-*

Geochemical
Lab Report
BONDAR-CLEGG

REPORT: 439-8272 ( COMPLETE )

| l REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP.
PROJECT: NONE LISTED

SUBHITTED BY: J. BARRON
DATE PRINTED: 3-APR-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION HETHOD
1 fg Silver 3 8.82 OPT
¢ fu Gold 3 8.882 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS HUFBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 3 2 -15@ 3 fAssay Prep 3
REPORT COPIES TO: MR. JIN BARRON INVOICE TO: MR. JIM BARRON

HR. JIM BARRON




Bondar-Clegg, Inc. (;eochemlca' l
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report
e et ™" BONDAR-CLEGG

REPORT: 499-8272 | PROJECT: NOME LISTED PAGE 1

SARPLE ELEMENT Ag Au

NUMBER UNITS oPT OPT

D2 D88-71-186.3-187.1 {@.82 8. 862

D2 D88-71-189.7-198.6 (B.82 8.8a89

D2 D88-71-193.4-195.3 {@.82 @.883

M i —— SO

BHOHW WIKInG O

e




EE@EHWE nl

APR - 6 1989 } L L

BROHM MINING CO.




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

P

B0

L
)
BON

Geochemical
Lab Report

BROHM MINING CORP.

HR. JIH BARRON
P.0. BOX 485
DERDWOOD, SD
37732




Bondar-Clegg, Inc. R
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report
(303) 989-1404
o BONDAR-CLEGG
REPORT: 499-8271 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 3B-MAR-83
NUMBER OF LOWER
ORDER ELEHENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Silver B.82 OPT
2 fu Gold 8.862 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAHPLE PREPARATIONS NUMBER
D DRILL CORE 38 -158 Assay Prep 38

REPORT COPIES TO: WR. JIM BARRON
MR. JIH BARRON

INVOICE TO: MR. JIM BARRON




Bondar-Clegg, Inc. Geoc 2
12980 West Cedar Dr. hemlcal
Lakewood, Colorado 80228 Lab Report
(303) 989-1404
e BONDAR-CLEGG

REPORT: 499-8271 44} I PROJECT: NONE LISTED PAGE 1

SARPLE ELEMENT fAg fAu

NUMBER UNITS 0PT 0PT

D2 D88-71-36.7-37.9 {8.82 8. 885

D2 D88-71-41.2-42 (B.82 (B.882

D2 DBB-71-44.8-43.8 (8.82 (B.@B2

D2 D8B8-71-48.1-49 (.82 (B.88C

D2 D88-71-52-33.3 (6.682  6.0863

D2 D88-71-53.6-36.5 {6.82 (B.882

D2 D&8-71-39.1-68 {8.82 8.887

D2 D8s-71-63.3-64.3 (8.82 (B.@82

D2 D88-71-66.6-67.5 (.82 (B.88C

D2 D88-71-78-71.5 (B.82 (B.@882

D2 D88-71-74.5-75.¢ {8. 82 B.683

D2 DB8-71-77.5-78.6 (B.82 (B.862

D2 D8s-71-82-82.9 {B.82 (8.802

D2 D88-71-86.4-87.1 (.82 (B.8@C

D2 D88-71-89.2-96.1 {8.82 B. 664

D2 D88-71-92.3-93.4 {8.82 (@.@02

D2 D88-71-96.3-97.2 {8.82 (B.882

D2 D88-71-99.6-188.4 {8.82 (@.0882

D2 D88-71-183.5-164. 4 {8.82 {8.882

D2 D88-71-186-189.5 {B.82 (@.802

D2 D88-71-111.6-112.4 {6.82  8.865

D2 D88-71-114.4-115 {8.82 (@.882

D2 D88-71-157.2-157.9 {8.82  @.611

D2 D88-71-168.5-161.2 {8.82  8.825

D2 D8B-71-163.9-164 8.83 8.835

D2 D88-71-167.8-168.5 {8.82 8.898

D2 D8B-71-172-172.6 8.86 B.823 e

D2 D88-71-175-175.8 (8.2 8.819 R {0} PP

D2 D88-71-179.4-186 {8.82 8.817 - (:l)

D2 D88-71-182.8-183.3 B.04 8.829 - —
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BROHM MINING CO.




Bondar-Clegg, Inc.

12980 West Ced@t D~
Lakewood, ‘Colorado 80228
(303) 989-1404

Geochemical
Lab Report

BROHA MINING CORP.

MR. JIN BARRON
P.0. BOX 485
DEADWOOD, SD
57732
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Bondar Clegg, Inc. .
12980 West Cedar Dis Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404
BONDAR-CLEGG
REPORT: 499-8272 ( COMPLETE ) ‘ | REFERENCE INFO: NONE LISTED
CLIENT: BROHW MINING CORP. SUBHMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 3-APR-89
NUMBER OF LOWER
ORDER ELEMERNT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Ao Silver 3 8.82 0PT
2 fu Gold 3 8.882 0PT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUHBER SARPLE PREPARATIONS NUMBER
D DRILL CORE 3 ¢ -158 3 Assay Prep 3
REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

MR. JIM BARRON




Bondar“Clegg, Inc. .
12980 West Coar. D Geochemical
Lakewood Colorado 80228 Lab Report
R BONDAR-CLEGG

REPORT: 499-8272 | PROJECT: NONE LISTED PAGE 1

SAMPLE ELENENT Ag Au

NUMBER UNITS  OPT 0pT

D2 DBA-71-186.3-187.1  (B.82  ©.882

D2 D88-71-189.7-198.6  (9.82  6.809

D2 DB8-71-193.4-195.3  (B.82  0.883




B30

BROHM MIMING
MR. JIM

Falde HBHOX
DEADWOOD,

97732

CORP.
HARRON
48%5

5D

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Invoice 13973, Page 1

Date s 3-APR-89
4998878
MONE LISTED
NONE LISTED

Report Mos
Project H
References

3 fnalyses of Au/fy Assay
Gold
Silver

Sample Preparation
3 Samples of Assay Frep
Subtotal

Miscellansous Charges
4% HS.D. STATE SALES TaAX
2% DEADWOOD CITY SALES
Subtotal

THhX

Invoioes

at %

at ¢ 3.66 ¢

Taota

1=z

10

.25 ¢ a7 % 24.75

.80

- 9.800 % .08

£ G 26 $

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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